
Bondar-Clegg-. Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC
BQNDARCLEGG

Geochemical
Lab Report

A DIVISION OF 1NCHCAPH INSPECTION & TESTING SERVICES

REPORT: D89-32625.4 ( COMPLETE ) REFERENCE INFO: 0-165

CLIENT: RROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-629 DATE PRINTED: 27-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 33 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 33 2 -150 33 Assay Prep 33
Saaple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, ~-
12980 \ '.est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A Dl\'ISION OF INCHCAPE: INSPECTION & TEST!. G SERVICES 

REPORT: D89-32625.4 < CONPLETE > 

CLIENT: BROHN NINING CORP. 
PROJECT: R89-629 

ORDER 

1 Au 

ELEl1ENT 

Gold 

SAl1PLE TYPES 

D DRILL CORE 

NUl1BER 

33 

RENARKS: Final results are reported. 

REPORT COPIES TO: 11R. JIN BARRON 
NR. Jil1 BARRON 

HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

33 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUl'IBER 

33 

REFERENCE INFO: 0-165 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 27-NOV-89 

l'IETHOD 

Fire Assay 

SANPLE PREPARATIOHS HUNBER 

Assay Prep 
Sa•ple Pickup 

33 
1 

IHVOICE TO: NR. JIN BARROM 

I 
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Geochemical
Lab Report

Bondar-Clegg. Inc.
12980-WestCedBr Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 27-N0V-89

REPORT: 069-38625.4 PROJECT: R89-629 PAGE 1

SAMPLE ELEMENT Au r
NUMBER UNITS OPT m ’*;/n si n!

—----rD2 R89-629-0-5 0.005 
D2 R89-629-5-10 0.008 
D2 R69-629-10-15 0.007 
D2 R89-629-15-20 0.006 
D2 R89-629-20-25 0.006 L

998 0 VUl DU

.03 BHIMTMMHOnaD2 R89-629-25-30 0.002 
D2 R89-629-30-35 0.002 
D2 R89-629-35-40 0.007 
D2 R89-629-40-45 0.007 
D2 R89-629-45-50 (0.002

D2 R89-629-50-55 0.004
D2 R89-629-55-60 0.004
D2 R89-629-60-65 (0.002
D2 R89-629-65-70 (0.002
D2 R89-629-70-75 0.005

D2 R89-629-75-80 0.005
D2 R89-629-80-85 0.003
D2 R89-629-85-90 0.004
D2 R89-629-90-95 <0.002
D2 R89-629-95-100 <0.002

D2 R89-629-100-105 0.003
D2 R89—629-105-110 0.003
D2 R69-629-110-115 0.002
D2 R89-629-115-120 0.003
D2 R89-629-120-125 0.003

D2 R89-629-125-130 (0.002
D2 R89-629-130-135 <0.002
D2 R89-629-135-140 <0.002
D2 R89-629-140-145 <0.002
D2 R89-629-145-150 0.003

D2 R89-629-150-155 
D2 R89-629-155-160 
D2 R89-629-160-165

(0.002
0.003

(0.002

Bondar-Clegg. Inc. 
12980 ~I - Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32625.4 

SA,iPLE ELEPIEMT 
NU,iBER UNITS 

D2 R89-629-0-5 
D2 R89-629-5-10 
D2 R89-629-10-15 
D2 R89-629-15-20 
D2 R89-629-20-25 

D2 R89-629-25-30 
D2 R89-629-30-35 
D2 R89-629-35-40 
D2 R89-629-40-45 
D2 R89-629-45-50 

D2 R89-629-50-55 
D2 R89-629-55-60 
D2 R89-629-60-65 
D2 R89-629-65-70 
D2 R89-629-70-75 

D2 R89-629-75-80 
D2 R89-629-80-85 
D2 R89-629-85-90 
D2 R89-&29-90-95 
D2 R89-629-95-100 

D2 R89-629-100-105 
D2 R89-629-105-110 
D2 R89-629-110-115 
D2 R89-629-115-120 
D2 R89-629-120-125 

D2 R89-629-125-130 
D2 R89-629-130-135 
D2 R89-629-135-140 
D2 R89-629-140-145 
D2 R89-629-145-150 

D2 R89-629-150-155 
D2 R89-629-155-160 
D2 R89-629-160-165 

.. 

Au 
OPT 

0.005 
0.008 
0.007 
0.006 
0.00& 

0.002 
0.002 
0.007 
0.007 

(0.002 

0.004 
0,004 

(0.002 
(0.002 
0.005 

0.005 
0.003 
0.004 

(0.002 
(0.002 

0.003 
0.003 
0.002 
0.003 
0.003 

(0. 002 
(0.002 
<0.002 
(0.002 
0.003 

(0.002 
0. 003 

(0.002 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
DATE ~•RIHTED: 27-NOV-89 

I PROJECT: R89-629 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BROHM MINING CORP 
MR. JIM BARRON 
P.O. BOX 465 
DEADWUOI), SB 
5773H

33 Analyses of Gold 
Subtotal

S a m p 1 e P v e p a r a t i o n
33 Samples of Assay Prep 
1 Sample of Sample Pickup 

Subtotal

Invoice s D01G87G, Page 1 

Date 30-NOV-69

at $ 7.00 t 831.00
£3 >831. OO $ 831.00

at $ 3.00 $ 99.00
at $18.00 % 18.00

$ 111.. 00 % .1 i i. oo

M i s c e 11 a n e o u s C It a r i:| e s
4X S.B. state sales tax 
8X Deadwood city sales tax 

Suhtota1

$ 4. 44

% 8.88
% 6.GG $ G.GG

I n v o i c e f o t a 1 s % 346.GG U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

■Bondar-Clegg, Inc.
rf2980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32626.4 ( COMPLETE ) REFERENCE INFO: 165-225

CLIENT: BROHM MINING CORP. 
PROJECT: R89-629

SUBMITTED BY: J. BARRON 
DATE PRINTED: 20-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 12 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 12 2 -150 12 Assay Prep 12
Excessive Wetness 221

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

&ndar-Clegg, Inc. 
~ 980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TFSTl'-JG SERVICES 

REPORT: D89-32626.4 ( COKPLETE > 

CLIENT: BROHK "IHIHG CORP. 
PROJECT: R89-629 

ORDER 

1 Au 

ELEKENT 

Gold 

SA"PLE TYPES 

D DRILL CORE 

NUKBER 

12 

REKARKS: Final results are reported. 

REPORT COPIES TO: KR. JI" BARROM 
KR. JI" BARROM 

HU"BER OF LOWER 
ANALYSES DETECTION LIK T EXTRACTION 

12 0,002 OPT 

SIZE FRACTIONS 

2 -150 

HUKBER 

12 

REFERENCE IHFO: 165-225 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 20-HOV-89 

"ETHOD 

Fire Assay 

SAKPLE PREPARATIONS NU"BER 

Assay Prep 
Excessiye Wetness 

12 
221 

INVOICE TO: KR. JIK BARROM 



Geochemical
Lab Report

[ 

Bondar-Clegg. Inc. 
,.}2, 0 W t Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32626.4 

SA"PLE ELEl!ENT 
NUl!BER UNITS 

D2 R89-629-165-170 
D2 R89-629-170-175 
D2 R89-629-175-180 
D2 R89-629-180-185 
D2 R89-629-185-190 

D2 R89-629-190-195 
D2 R89-629-195-200 
D2 R89-629-200-205 
D2 R89-629-205-210 
D2 R89-629-210-215 

D2 R89-629-215-220 
D2 R89-629-220-225 

... 

Au 
OPT 

0.003 
(0. 002 
(0.002 
(0.002 
0.002 

0.002 
(0. 002 
(0.002 
(0.002 
0.003 

(0.002 
0.002 

BC~ 
BONDAR-CLEGG 

Geochemical 
Lab Report 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BROHM MINING CORP. 
MR. JIM BARROM 
P.O. BOX 48S 
DEADWOOD, BD 
57738

Invoice s D016168, Page :l 

Date : £1-NOV-89

Report Nos D89--32626.4 
Project ; R89-629 
R & f e r e n c e s 16 S ~ 2 2 5

•; . i v

12 Analyses of Bold 
Subtotal

: , . |
i Vi

.., •«.<

.* ■
• • vSam p i & P r e pa r a t i o n

12 Samples of Assay Prep 
221 Samples of Excessive Wetness •; 

Subtotal

1 j i i5 e e 11 a n e o u s C I t a v g e s
4% S.Dh state sales tax 
2 % 1) e a d w o o d c i t y s a 1 e s t a x 

Subtotal

at % 7. 00 % 84. 00

.v.-P C
i".

V. % 84. 00

at $
k»r

3. 00 36. 00
at * 0.20 $ 44.20

* 80. 20

*
*
$

3. 21
1.60 
4» 81

84. 00

80. 20

4.61

Irtvoi ce Tota 1 s

i

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Ckgg, Inc.
12980 West Cedar Dr.

Colorado 80228
(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32628.4 < COMPLETE ) REFERENCE INFO: 285-470

CLIENT: BROHM MINING CORP. 
PROJECT: R89-629

SUBMITTED BY: J. BARRON 
DATE PRINTED: 27-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 49 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 49 2 -150 49 Assay Prep 49
Excessive Wetness 706
Sanple Pickup 1

REMARKS; Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
HR. fin BhRRuN

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
J.M,ewoc·Kt., Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF I CHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32628,4 (COMPLETE) 

CLIEHT: BROHN NINING CORP. 
PROJECT: R89-629 

ORDER 

1 Au 

ELENENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUNBER 

49 

RENARKS: Final results are reported, 

REPORT COPIES TO: MR. JIM BARRON 
... 
nr,;, Jln """nun 

NUNBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

49 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

49 

REFERENCE IHFO: 225-470 

SUBMITTED BY: J. BARROM 
DATE PRINTED: 27-NOV-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Excessive Wetness 
Sa1ple Pickup 

49 
706 

1 

INVOICE TO: MR. JIN BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
LaUwowft Colorado 80228
(303)989-1404

BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION^H'-CSTINO'SERVICES . . .1 f"~"' 4«
PATE PRINTED: 27-N0V-89

REPORT: 069-30628.4 [ rt 1 •PROJECT: R89-629 PAGE 1
1 : | |

SAMPLE ELEMENT Au SAl
NUMBER UNITS OPT Nl|

fe

1 J

ELEMENT Au
UNITS 0P7.

02 R89-629-225-230 0.004 D2 
02 R89-629-230-235 <0.002 02 
02 R89-629-235-240 <0.002 02 
02 R89-629-240-245 <0.002 02 
02 R89-629-245-250 <0.002 02

R89-629-425-430 <0.002—1

.R89-629-430-435 <0.002
R89-62jO&-4K*,llt <0.002
Wq-A?q-440-44S <0.002-----

W?W4'45-450 0.002

02 R89-629-250-255 <0.002 02 R89-629-450-455 <0.002
02 R89-629-255-260 <0.002 02 R89-629-455-460 <0.002
02 R89-629-260-265 <0.002 02 R89-629-460-465 <0.002
02 R89-629-265-270 0.008 02 R89-629-465-470 <0.002
02 R89-629-270-275 0.011

02 R89-629-275-280 0.016
02 R89-629-280-285 0.016
02 R89-629-285-290 0.041
02 R89-629-290-295 0.014
02 R89-629-295-300 <0.002

02 R89-629-300-305 <0.002
02 R89-629-305-310 <0.002
02 R89-629-310-315 <0.002
02 R89-629-315-320 0.006
02 R89-629-320-325 <0.002

02 R89-629-325-330 <0.002
02 R89-629-330-335 <0.002
02 R89-629-335-340 0.003
02 R89-629-340-345 <0.002
02 R89-629-345-350 <0.002

02 R89-629-350-355 0.003
02 R89-629-355-360 <0.002
02 R89-629-360-365 <0.002
02 R89-629-365-370 <0.002
D2 R89-629-370-375 <0.002

02 R89-629-375-380 <0.002
02 R89-629-380-385 <0.002
02 R89-629-385-390 <0.002
02 R89-629-390-395 <0.002
02 R89-629-395-400 0.002

02 R89-629-400-405 0.003
02 R89-629-405-410 <0.002
02 R89-629-410-415 <0.002
02 R89-629-415-420 <0.002
02 R89-629-420-425 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

al '"' , Colorado 80228 
(303) 989-1404 

REPORT: 089-32628,4 

SANPLE 
NUl'IBER 

ELEl'IEHT 
UHITS 

02 R89-629-225-2JO 
D2 R89-629-230-235 
D2 R89-629-235-240 
02 R89-629-240-245 
D2 R89-629-245-250 

D2 R89-629-250-255 
D2 R89-629-255-260 
D2 R89-629-260-265 
D2 R89-629-265-270 
D2 R89-629-270-275 

D2 R89-629-275-280 
D2 R89-629-280-285 
D2 R89-629-285-290 
D2 R89-629-290-295 
D2 R89-629-295-JOO 

D2 R89-629-300-305 
02 R89-629-305-310 
D2 R89-629-310-J15 
D2 R89-629-315-J20 
D2 R89-629-320-325 

D2 R89-629-325-330 
D2 R89-629-3J0-335 
D2 R89-629-335-J40 
D2 R89-629-340-345 
D2 R89-629-345-350 

D2 R89-629-350-J55 
D2 R89-629-355-360 
D2 R89-629-360-365 
D2 R89-629-365-370 
D2 R89-629-370-375 

D2 R89-629-375-380 
D2 R89-629-380-385 
D2 R89-629-385-390 
D2 R89-629-390-395 
D2 R89-629-395-400 

D2 R89-629-400-405 
D2 R89-629-405-410 
D2 R89-629-410-415 
D2 R89-629-415-420 
D2 R89-629-420-425 

Au 
OPT 

0.004 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0. 002 
0.008 
0.011 

0.016 
0.016 
0.041 
0.014 

(0.002 

(0.002 
{0.002 
(0.002 
0.006 

(0.002 

{0.002 
{0.002 
0.003 

{0.002 
(0.002 

0.003 
(0.002 
{0.002 
(0.002 
(0,002 

(0.002 
(0.002 
{0. 002 
(0.002 
0.002 

0.003 
{0.002 
(0.002 
(0.002 
(0.002 

.. BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION ERVlcE 
~ATE PRINTED: 27-NOV-&9 

I PROJECT: R89-629 

SI\MiLE ' I ELEl'IEHT 
H~JER UNITS 

D2 R89-629-425-4JO 
D2 R89-629-4J0-435 
D2 89-629-- 440 
D2 89-629-440-445 
D2 - -445-450 

D2 R89-629-450-455 
D2 R89-629-455-460 
D2 R89-629-460-465 
D2 R89-629-465-470 

Au 
OPT 

(0.002 
(0.002 
{0.002 
{0.002 
0.002 

(0.002 
(0. 002 
(0.002 
(0.002 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

BROHM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 4B5 
DR Al) WOO I), SD
57732

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303)989-1404

lytvoicf .s D01G27L>,, ; I
| 5 ; ' rdf) | •

Date 1. ■■ i:"-3D‘ NO•' U
.• e ; j*j .

< e p c hit l N a s I> 0 9 - 3 2 B. 4

■' Li i ,*.V-r 1*1^ AA.v " PP>:, — /{ I
e; ess-4 70Rdfl

.. A , i, ,■ v;- - ■MS •••>•

5..., —...

49 Analyses of Gold at % 7.00 $ 343.00
Subtotal 343.00 i 343.00

Sam p1e Pr&pa ration
49 Samples of Assay Prep at * 3.00 * 147.00
706 Samples of Excessive Wetness at $ 0.20 $ 141.20

1 Sample of Sample Pickup at *1 2. 00 $ 12. 00
Subtota 1 % 300.20 % 300.20

Misce 11 ansous Charr.jes
4% S.D. state sales tax * 12. 01
2% Deadwood cit y sales tax % 6. 00

Su btota1 $• la. oi l IB. 01

Invoice Totals $ 661.. 21

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

BC 
BINJAR-CI.EGG 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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i.ontfaclo> ^ ^ ________________  Coordinate & P»a)*at
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